FILLER METALS Certificate of Conformance

to Requirements for Welding Electrode
EN 10204 3.1

Customer :

Product ©  HE-N Customer P.O# ¢ 119160 Certificate No. *  F080218-2
Lot No, : 80724 Mesh Size : Lot Classification :
Clas:?lﬁcarion Do Date of Mfg. © 07/24/2018

Specification @ - Date of Issue © 08/02/2018

510, 11.3%
Al O; + TiO, 18.0%
MnO + FeO 0.4%
CaO + MgO + CaF, 70.2%

ISO
9001

Ropusncd Quality
Maragement

,Z M . LY M Syvkin

Q.C Section:J. M. WAING
Manufacturing, Certification and Limifed Warranty Agreement

Data for the above supplied producl are those obtained when welded and lesled in accordance wilh the above speclficalion. All lests for the above classificalion were
salisfied. Other lesls and procedures may produce different resulls. The above supplled product are manufactured by Tlen Tal Electrade an ITW Co. located at: No.6
Kaifa 4lh Rd., Rends Dlst., Tainan City 717, Taiwan R.O.C. Hobar Brothers produces welding consumables under conllnuing quality assurance programs audited and
approved by Lioyd's Regisler Quallly Assurance Limited(LRQA)




