HOBART BROTHERS COMPANY Hobart

Typical Certificate of Compliance

ta Requirements for Welding Flux
Custemer; Diameter Tested; Customer P.O#
Marked For: W.O.# Lot No.: 105617
Preduct: HN-590 Lbs Shipped: Pack Slip/Order #:
Classification: Date:05/26/11 Date Tested:
Specification:

CHEMICAL ANALYSIS OF FLUX FOR SUBMERGED ARC WELDING

SiO, 10.5%
Al,Os + TiO, 34.4%
MnO + FeO 14.0 %
Ca0 + MgO + CaF, 36.8%

*FElux Mesh:15%60
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This Certificate has been sent by: Warehouse/Customer Service



