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HOBART

FILLER METALS Certificate of Conformance

to Requirements for Welding Electrode
EN 10204 3.1

A" 4

Customer :

Product : SWX 150 Customer P.O4# 119713 Certificate No. : F051121-2
Lot No. : 210427 Mesh Size : Date of Mfp, * 04/27/2021
Specification : -- Classification * Date of Issue * 05/11/2021

SiO, 10.9%
Al O, + TiO, 19.4%
MnO + FeO 0.53%
Ca0 + MgO + CaF, 68.6%

ISO
9001

Replosered Quality
Management

L rcprd =

J. M. WANG

Manufacturing, Certification and Limited Warranty Agreement

Data far the above supplied product are those ohtalned when welded and tested accordance with the above specification. Al tests for the above classification were
salisfied. Other tests and procedures may produce different results, The abave supplied prodtct are manutactured by Tien Tai Electrode an [TW Co. located at: No.6
Kaifa 4th Rd., Rende Dist, Tainan City 717, Taiwan R.O.C, Hobart Brothers produces welding consumables under continuing guality assurance programs audited and
approved by Lioyd's Register Quality Assurance Limited(LRQA)




